







































































































































































1. Looking West. Sealed crack — %2 to 1" wide (Ground out, filled, and sealed).




1. Looking Northwest. Sealed crack — 2" to 1”” wide. Boring completed through crack.
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6. Looking North. Slab joint with boring through crack. '42” wide and sealed.
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8. Looking East. Fiberglass patched area (3°x3’).
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11. Looking Southeast. Area of missing topcoat 4™ to %2 thick-no penetrations.




11. Looking Southeast. Area of missing topcoat 4™ to '2” thick-no penetrations.




12. Looking Northwest. 4’x4’ area of missing topcoat and not bonded fiberglass.
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17. Looking Northeast. 2’ x 1" area of spalled concrete approximately 17 deep.




18. Looking North. 2’ x 1’ area of spalled concrete approximately 17 deep.
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20. Looking Northeast. 15" x 12’ area where 3/8” topcoat is missing/removed.




21. Looking Northwest. 10” x 12" area where 3/8” topcoat is missing/removed.
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23. Looking Southwest. Easter %2 of room missing topcoat, various slab joints-all sealed.




24. Looking West. Shallow anchor holes/points from former equipment, approximately 1 '2” in depth.



24, Looking West. Shallow anchor holes/points from former equipment, approximately 1 ’2” in depth.




24. Looking West. Shallow anchor holes/points from former equipment, approximately 1 %2” in depth.
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26. Looking North. Crack-sealed, /2" wide (Crack ground out and sealed). Crack contains branches.
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34. Looking West. Utility trench. Slab joint on perimeter of trench-not sealed.



‘pateas jou-1a3owrad uo syurof gefs (. €x,¢x, ¢) dung ymog Sunjoo| *¢¢




"Pa[es J0U ApIM 91/[-¥01D “YHON BUPjooT ‘9¢




37. Looking North. Former machine pads, cracks around perimeter-not sealed.



37. Looking North. Former machine pads, cracks around perimeter-not sealed.
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39. Looking Southeast. Former machine pads, cracks around perimeter-not sealed.



39. Looking Southeast. Former machine pads, cracks around perimeter-not sealed.



40. Looking North. Former machine pads-cracks around perimeter- not sealed.



40. Looking East. Former machine pads-cracks around perimeter-not sealed.



41. Looking North. Utility trench. Slab joint on perimeter of trench-not sealed.



























